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Abstract

The structure, composition, and function of natural bone have long been the focus
of bone tissue engineering. However, existing organic-inorganic three-dimensional
(3D) printing systems are limited by the stability of hydrogels and the content of
inorganic salts, hindering the fabrication of robust 3D scaffolds. In this study, we
developed a hydrogel-inorganic particle bioink and implemented a multi-step
crosslinking strategy. The organic phase, composed of sodium alginate, gelatin, and
chitosan, was combined with B-tricalcium phosphate and crosslinked via ionic pre-
crosslinking followed by a Schiff base reaction to form a dual-crosslinked network.
The resulting scaffolds exhibited excellent mechanical properties and biomimetic
microarchitecture while maintaining shape stability under physiological conditions.
Furthermore, the tunable swelling behavior of the hydrogel enabled efficient
loading and controlled release of the small molecule epigallocatechin gallate. This
composite scaffold demonstrated adjustable swelling, controllable degradation,
and significantly enhanced cellular compatibility, providing a novel, efficient, and
scalable strategy for repairing complex bone defects and offering new insights for
the design and application of 3D-printed bone scaffolds.

Keywords: (3-tricalcium phosphate; Bionic tissue structure; Hydrogel base;
Three-dimensional printing
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1. Introduction

Bone loss, instigated by severe trauma and infectious
diseases, is a pressing concern affecting millions globally.
Recent studies indicate that approximately three million
cases annually are related to significant bone loss due to
these causes.! Depending on the extent of the damage,
bone loss can be categorized into two types: minor bone
loss (less than 2 cm of bone length affected) and major
bone loss (more than 2 cm of bone length affected).””
When comparing the two, bones with a minor loss have
a 70% self-healing rate, whereas those with major bone
loss exhibit a self-healing capability of only 30%. Current
traditional treatments for major bone loss, such as bone
grafting, have only a 50% success rate, highlighting the
difficulty in addressing substantial clinical needs. In this
regard, researchers have proposed the employment of
artificial bones to solve the current clinical problem of
large bone loss.®”

Artificial bone is a synthetic or biological material
engineered to emulate the structure and function of
natural bone, intended for the treatment of fractures or
the repair of bone defects.® Bone is a complex structural
tissue primarily composed of cortical bone and cancellous
bone.”"" Cortical bone, also known as compact bone,
predominantly forms the external layer of bones, providing
them with strength and support.”” In contrast, cancellous
bone, often referred to as trabecular or spongy bone, is
primarily found within the interior regions of bones, such

as the ends of long bones and in flat bones. Its unique
porous structure, characterized by an intricate network of
trabeculae interspersed with marrow-filled spaces, plays a
pivotal role in the biological processes of bone, especially
in bone repair and remodeling. The extensive surface area
of cancellous bone, coupled with the marrow it houses,
offers a rich reservoir of cells and growth factors vital for
bone regeneration. Therefore, cancellous bone is often
considered the primary component of repair in research.'*'¢
During the bone healing process, multiple types of cells are
involved, including osteoblasts, osteoclasts, osteocytes,
and chondrocytes. These cells are primarily responsible
for forming bone and cartilage in bone tissue. Osteoclasts
are mainly responsible for the absorption of bone cells."”
The average bone balance is achieved by regulating the
relationship between osteoblasts and osteoclasts. The
repair process of bone injury requires the coordination of
multiple histological processes and different biochemical
stages. It can be divided into three stages: the inflammatory
stage, the stage of granulation tissue formation, and the
remodeling stage of the tissue.'*" Studies have shown
that bionic tissue structures can imitate the micro- and
macrostructures of bone tissue, provide cells with a growth
environment similar to their natural environment,”
and offer cells similar physical and chemical signals,
thereby promoting their natural proliferation and growth
(Figure 1).2'

In the field of biomaterials science, hydrogels are
engineered to possess a three-dimensional, porous
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Figure 1. Schematic illustration of a biomimetically multilevel three-dimensional (3D) printing scaffold for repairing large bone defects. Different materials
are physically blended to form a bioink suitable for 3D printing. A dual-crosslinking strategy endows the scaffold with stable, comprehensive properties
and a biomimetic tissue structure, and the scaffold is loaded with drugs to promote the repair of large bone defects. Abbreviations: 3-TCP, p-tricalcium
phosphate; EGCG, epigallocatechin gallate; H&E, hematoxylin & eosin; CT, computed tomography.
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structure that closely mimics the nanofibrous architecture
of native extracellular matrices (ECM). This biomimicry
is achieved through the careful design of hydrogel
networks to replicate ECM components such as collagen
and glycosaminoglycans, facilitating cellular attachment,
proliferation, and differentiation.”** While hydrogels
with such intrinsically biomimetic structures have found
applications in wound dressings, ophthalmic devices,
and other biomedically relevant areas, their deployment
in bone tissue engineering remains limited.”*** One
primary limitation is their poor stability, especially in the
dynamic and multifaceted environment of physiological
fluids. Additionally, the inherent mechanical properties
of hydrogels often fall short of the rigorous biomechanical
demands expected of bone scaffolds. These challenges
necessitate further research and innovation to harness
the potential of hydrogels in bone tissue regeneration.”**
In recent research, Nie et al. compounded hydrogels with
inorganic ceramic materials to prepare scaffolds through 3D
printing technology and achieved a bionic tissue structure
inside the scaffold. However, after testing the mechanical
properties of the scaffold, they found that the compressive
modulus of the scaffold was significantly lower.” According
to our analysis, the lower the compressive modulus is, the
larger the pore structure of the three-dimensional network
formed. This is due to the polymer formed by a single cross-
linked hydrogel. Adhesion between the polymer networks
will occur during the freeze-drying process (when water
molecules are removed, the interactions between polymer
chains may become more closely connected, such as van
der Waals forces and hydrogen bonds). This will cause
adhesion between polymer chains.). In this regard, we
found that as early as 2005, some researchers proposed a
double network structure.’ The so-called double network
refers to a polymer network formed by cross-linking
two different polymers. When freeze drying, due to its
unique combination during the process, the dual network
structure can better cope with the stress generated,
thereby reducing the damage of ice crystals to the network
structure, ensuring a relatively stable network structure
and enabling the scaffold to have a more penetrating and
tight interpenetrating network connection. It can improve
the compression modulus of the stent and maintain the
application accuracy of the scaffold.?**

This study aims to use 3D printing technology to
prepare a hydrogel-based composite scaffold with a bionic
tissue structure and stable mechanical properties (Figure 1).
Sodium alginate, a linear anionic polysaccharide with
excellent cross-linking properties, is selected as the
base, and calcium ions are selected for cross-linking,*
together with the crosslinking molding of gelatin, a double
crosslinked double network system is formed to enhance

the stability of the hydrogel and. In the dual-crosslinking
system, chemical crosslinking provides the composite
system with a certain degree of strength and mechanical
stability, while physical crosslinking not only maintains
the drug-loading capacity of the hydrogel components but
also contributes to energy dissipation. Considering the
reduction of cell-binding sites in gelatin after crosslinking,
chitosan with strong cell adhesion was introduced.”®*! At
the same time, To enhance the osteogenic differentiation
capability of the hydrogel system and maintain the
shape stability of the hydrogel-based scaffold during
the degradation process, add a certain proportion of
B-tricalcium phosphate to the hydrogel, which can
release calcium ions during the degradation process.*
After compounding with hydrogel, prepare bioink and
use an extrusion Bio-3D printer with precross-linking
Strategies for printing composite scaffolds. After analyzing
a series of properties of the composite scaffold, we found
that the prepared composite scaffold has a bionic tissue
structure and can effectively promote cell proliferation and
differentiation. It also has certain mechanical properties to
meet the mechanical properties of the implanted scaffold
in the early stage of bone healing requirements. At the
same time, the hydrogel component was used to realize
the payload of the drug EGCG. Animal experiment results
show that the prepared scaffold has excellent in vivo
osteogenic properties.

2, Materials and methodology

2.1. Materials

Sodium alginate (SA; 216.126 kDa), chitosan (degree
of deacetylation > 95%), anhydrous calcium chloride,
and gelatin (Gel) were obtained from Shanghai Aladdin
Bio (China), while B-tricalcium phosphate (B-TCP) was
purchased from Kunshan Chinese Technology New
Materials (China). Epigallocatechin gallate (EGCG) was
provided by the Tea Research Institute of the Chinese
Academy of Agricultural Sciences (China). Glutaraldehyde
was provided by the West China Hospital of Sichuan
University (China).

2.2. Preparation of bioink

In the initial phase of the experiment, without altering
the chitosan content, we screened various hydrogel
compositions (comprising SA and Gel in different ratios).
Our evaluation criteria were based on simple mechanical
properties and porosity (Figure S1), as well as the
subsequent printability of the biological ink. Ultimately,
we selected a hydrogel composition consisting of 3% SA,
2% chitosan, and 10% Gel. The preparation process of the
bioink can be divided into two stages. For the preparation
of the hydrogel precursor solution, SA powder was weighed
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Table 1. Distribution ratio of each group of bioink

Group Sodium alginate (w/v%) Chitosan (w/v%) Gelatin (w/v%) B-tricalcium phosphate (w/v%)
SCG 3% 2% 10% 0

SCG-30% 3% 2% 10% 30%

SCG-40% 3% 2% 10% 40%

SCG-50% 3% 2% 10% 50%

according to the ratios shown in Table 1. The measured
amount was then placed in a beaker, and deionized water
was added to it. The mixture was stirred at 300 rpm using
a magnetic stirrer for 2 h to ensure complete dissolution of
SA, yielding a 3% SA solution. Subsequently, a measured
quantity of chitosan powder was added directly to the
SA solution, and the mixture was stirred at 200 rpm for
3 h to achieve uniform dispersion of chitosan in the SA
precursor, resulting in a 3% SA + 2% chitosan hydrogel
precursor solution.

Next, the Gel was weighed according to the proportions
shown in Table 1 and stirred mechanically to disperse the
Gel evenly. The sealed beaker was placed in a water bath
at 60°C until the Gel completely dissolved. During this
process, periodic replenishment of water was performed
to maintain constant concentrations of the bioink
components. After complete Gel dissolution, the precursor
solution was transferred to a 60°C oven and subjected to
intermittent heating (30 min each time) until most of the
bubbles were removed. At this point, the preparation of
the hydrogel components was concluded. The formulated
hydrogel precursor solution was stored at 4°C for
subsequent use.

After preparing the hydrogel precursor solution,
different proportions of B-TCP were added to create a
bioink. The specific procedure involved initial grinding
and sieving of the -T'CP powder to ensure printability. The
B-TCP powder was placed in a mortar and mechanically
ground for 1 h, followed by sieving through a 200-mesh
sieve to control the particle size of B-TCP to less than
80 um. Subsequently, the previously prepared hydrogel
precursor solution was dissolved in a water bath at 60°C. A
specific volume of the hydrogel precursor solution was then
extracted according to preestablished ratios and mixed
with the sieved p-TCP. This completed the preparation
of the bioink, ensuring its printability for subsequent
applications. The pure hydrogel component was designated
SCG, while the addition of various p-TCP components was
named SCG-30%, SCG-40%, and SCG-50%.

2.3. Selection and characterization of crosslinking
strategies for bioink

The specific operational steps were as follows: a specific
amount of anhydrous calcium chloride was weighed and

dissolved in deionized water to prepare a 0.6% (w/v)
calcium ion solution. To ensure a good dissolution of
chitosan, a specific amount of glacial acetic acid was added
dropwise to the prepared calcium ion solution, adjusting
the solution to a weakly acidic condition with a pH of
4.8. The scaffold was immersed in an acidic calcium ion
solution for 3 h to ensure complete crosslinking of SA in
the composition. The crosslinking of Gel is crucial for
maintaining the stability of the hydrogel structure. Previous
studies have shown that the degree of Gel crosslinking
affects both cell compatibility and structural stability. A
commonly used Gel crosslinking agent is glutaraldehyde,
and a concentration of 0.6% (v/v) glutaraldehyde was
chosen. The crosslinking of Gel in the hydrogel was carried
out at 50°C for 3 h to achieve optimal crosslinking effects.
This choice aimed to utilize the lowest concentration of
glutaraldehyde to achieve the best crosslinking results.
After crosslinking, the hydrogel was washed thoroughly
at least three times to remove residual crosslinking
agents from the hydrogel surface. Through this two-step
crosslinking process, a dual-crosslinked interpenetrating
network system consisting of both physical and chemical
crosslinks was established, significantly enhancing the
stability and mechanical properties of the hydrogel system.

2.4. Analysis of gelation ability and relevant

physicochemical characterization of bioink

The calcium ion-crosslinked hydrogel component used
in this study was SA. Studies have shown that higher
calcium ion concentrations form a dense surface film
on the hydrogel, reducing calcium ion entry and thus
crosslinking. Choosing a lower calcium ion concentration
will result in better crosslinking. In this study, a calcium ion
concentration of 0.6% was used. Since the concentration
was low, we first evaluated the gel-forming effect of the
bioink to determine the crosslinking effect of calcium
ions on SA. The gelation effect of calcium ion crosslinking
on the hydrogel was determined using an inclined and
inverted method. Specifically, the prepared hydrogel
precursor solution was dissolved in a 60°C water bath.
After dissolution, 2.5 mL of the hydrogel precursor solution
was extracted and placed in a bottle. Subsequently, 1 mL
of a preprepared 0.6% w/v acidic calcium chloride solution
was added. To exclude the influence of the temperature-
sensitive characteristics of Gel, the bottle was consistently
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heated in a 37°C water bath. Five time points (1 min, 5 min,
10 min, 30 min, and 60 min) were selected, and the calcium
ions were poured out of the bottle at each time point.

2.4.1. Fourier transform infrared spectra analysis

To analyze the changes in groups between the components
of the scaffold after preparation and crosslinking, a Fourier
transform infrared (EQUINXS55, Briicher Crop, Germany)
analysis was conducted. Data were scanned and collected
across the spectral range of 500-4000/cm. The obtained
spectral data underwent in-depth analysis and graphical
representation using the ORIGIN software (OriginPro 2023).

2.4.2. Hydrophilicity evaluation

Hydrophilicity was assessed using a contact angle
measurement instrument (CA200, Ysenmed, China).
Composite hydrogel films with varying components were
prepared and polished to achieve uniform surfaces. The
films were subjected to deionized water droplets dispensed
at a rate of 5 pL/s. After a 10-s equilibrium, images were
captured and analyzed for contact angle using dedicated
software (Image] 1.53). This process was repeated three
times for each composite hydrogel, ensuring reliability in
evaluating the hydrophilic characteristics of the films in
contact with water.

2.4.3. Equilibrium swelling test
Toassess the equilibrium swelling properties of the hydrogel,
the following steps were employed. The bioink was placed
within a cylindrical mold (10 x 5 mm) to form cylindrical
hydrogel samples. After crosslinking and freeze-drying,
the dried composite hydrogel was obtained. Three samples
per group were weighed to determine the dry weight (Wd).
These samples were then immersed in phosphate-buffered
saline at 37°C. At various time intervals, the scaffolds were
removed, excess surface water was gently absorbed using
absorbent paper, and the samples were reweighed (Ww)
at each time point. The swelling ratio (SR) was calculated
using Equation (1):
SR = (Ww —Wd)/Wd (1)

This process was repeated for each time point,
providing insights into the hydrogel’s capacity to absorb
water over time.

2.5. Scaffold fabrication and characterization

2.5.1. Pre-crosslinking strategy

Since we chose a higher proportion of hydrogel to ensure
the formation of a bionic structure inside the hydrogel, it is
difficult to guarantee the molding accuracy of the scaffold.
To ensureimproved layer-to-layer structural integrity, a pre-
crosslinking approach was employed. The specific steps for

pre-crosslinking were as follows. The prepared bioink was
placed in a constant-temperature water bath at 60°C until
it was completely dissolved. Different ratios of calcium ion
solution (0.2%, 0.4%, 0.6%, 0.8% w/v) were extracted using
a syringe and then added to the bioink in a fixed proportion
of 2:0.1 (v/v) of bioink to calcium ions. After the addition
of the calcium ion solution, vigorous mechanical stirring
was immediately initiated to continuously disrupt the
gel state, thereby increasing the viscosity of the bioink.
This process lasted for 5 min to ensure thorough mixing.
Following mixing, scaffold printing commenced. Utilizing
a biological three-dimensional (3D) printer (EFL-BP-6601,
Yongqinquan Intelligent Equipment Co., Ltd., China)
under the conditions of a selected 22-gauge printing
needle (internal aperture 420 pum), printing speed of 10
mm/min, and pressure set at 100 kPa, scaffolds of different
compositions were printed. The extrudability of the ink
and the formation state of the printed scaffold were used as
criteria for evaluating the pre-crosslinking concentration.
The concentration of calcium ions used for scaffold pre-
crosslinking was determined based on the ability of the
ink to extrude into threads and the overall print quality of
the scaffold.

2.5.2. Scaffold volume shrinkage analysis

Using a caliper, the dimensions were recorded, and the
initial volume (V1) was calculated after crosslinking. After
freeze-drying, measurements were taken, and the final
volume (V2) was calculated. The volume shrinkage (P,)
was determined using Equation (2):

V1i-V2
Ps =

x100% )

This analysis informed the accuracy of the scaffold in
scenarios involving bone defects.

2.5.3. Scaffold porosity analysis

The porosity of the composite scaffold was determined
using Archimedes’ principle of displacement. Initially,
the volume of the freeze-dried scaffold, denoted as V1,
was calculated using a Vernier caliper. Subsequently, 10
mL of anhydrous ethanol was placed in a test tube, with
the liquid level marked at this point (ensuring it covered
the scaffold). The scaffold was then placed into the test
tube, sealed with sealing glue, and left undisturbed for 24
h. During this period, the test tube was gently tapped to
allow any trapped air bubbles to escape. Upon complete
infiltration of anhydrous ethanol into the interior of the
scaffold, the height of the liquid level, /i, was recorded. The
inner diameter of the test tube, denoted as d, was measured
using a Vernier caliper, and the volume change was
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denoted as V2. The porosity (P) of the composite scaffold
was calculated using Equation (3):

2
p=V1"V2 1009 v2="4 cp

©)

2.5.4. Microscopic characterization of the surface and
cross-section of scaffolds

The freeze-dried scaffold was cryogenically fractured
in liquid nitrogen. Subsequently, the microstructures
of the surface and cross-sections of different scaffold
components were observed under various magnifications
using scanning electron microscopy (SEM; ZEISS Sigma
300, ZEISS, Germany). Additionally, the Nano Measurer
software (version 1.2) was utilized to analyze the pore size
distribution across the cross-sections.

2.5.5. Characterization of mechanical properties

The mechanical properties of different components of
the freeze-dried scaffolds were analyzed using a universal
testing machine (Instron 5967, China). The dimensions of
the scaffolds were maintained at 10 x 10 x 5 mm, with three
parallel samples for each group. Compression testing was
conducted in accordance with the national standard GB/T
1041-2008. The testing parameters included a loading rate
of 1 mm/min and a 5 kN load cell. The obtained stress-
strain curves were used to calculate the compressive
modulus, determined by the slope of the curve.

2.5.6. In vitro degradation performance evaluation of
composite scaffolds

The Wd of the freeze-dried scaffold was denoted as W1.
The scaffold was immersed in 15 mL of phosphate-buffered
saline (pH 7.4) and continuously incubated at 37°C for 2, 4,
and 8 weeks. At each time point, the scaffold was retrieved
and thoroughly rinsed with deionized water to remove
surface phosphate-buffered saline and mineralization.
The weight of the scaffold measured after degradation was
denoted as W2. Simultaneously, a pH meter was used to
measure the pH of the degradation solution at various
time points, documenting the changes in pH that occurred
during the degradation process. The degradation rate (Pd)
of the scaffold was evaluated using Equation (4):

_W1-W2

Pd x100%

(4)
2.5.7. Characterization of in vitro

mineralization capacity

Simultaneously, the degraded scaffold at the 8th week
underwent compression testing using a universal
testing machine after being rinsed and freeze-dried. The
variation in compressive modulus between the degraded

scaffold at the 8th week and the original composition was
measured, and the percentage loss of compressive modulus
was calculated.

2.5.8. In vitro mineralization

Under 37°C conditions, the scaffold was placed in a
simulated body fluid, which facilitated the formation of
hydroxyapatite on the material surface, predicting its
in vitro bone bioactivity. The development of bone-like
hydroxyapatite on the scaffold surface was observed using
SEM at different time intervals, specifically at the 3rd,
7th, and 14th days. XRD (ARL Equinox 1000, Thermo
Fisher Scientific, USA) was employed to analyze their
crystalline structures.

2.5.9. Drug-loaded scaffold fabrication

Drug loading into the scaffold was achieved through
the swelling principle of hydrogels. The loaded drug
was EGCG, which possesses antibacterial and anti-
inflammatory properties.** and a certain ability to
promote osteogenic differentiation.’®*” Based on prior
investigations, the SCG-50% scaffold exhibited superior
overall performance. Therefore, only the SCG-50%
component was selected for drug loading. Furthermore,
two drug concentration gradients were established: one
with a high drug concentration (25 uM) component,
denoted as SCG-50%-H, and the other with a low drug
concentration (12.5 uM) component, denoted as SCG-
50%-L. Taking high-concentration EGCG loading
as an example, the specific steps were as follows.
After considering previous swelling rate assessments
(indicating equilibrium after 4 h of water absorption),
the scaffolds of different compositions were immersed in
EGCG solutions of varying concentrations. The scaffolds
were sealed and left to stand for 4 h to ensure thorough
absorption of EGCG. After 4 h, the scaffold was extracted
with forceps, and the surface EGCG solution was rinsed
away with deionized water. Drug loading was completed
following the freeze-drying process.

2.6. Cell biocompatibility and proliferation

Samples of different components were prepared into 5 x
1 mm scaffolds, dried for 12 h, and then sterilized using
ultraviolet irradiation for 24 h. Rat embryonic osteoblasts
(MC3T3-El; Beyotime, China) were cultured in high-
glucose Dulbecco’s Modified Eagle Medium in a carbon
dioxide incubator until the third passage. Subsequently,
the scaffolds were immersed in a cell suspension, removed
after 2 h, and placed in a 96-well plate, where they were
seeded with MC3T3-E1 cells at a density of 1 x 10* cells
per well. The plate was incubated at 37°C for 1, 3, and 7
days. At each time point, a live/dead cell staining kit
(Beyotime,China) was used on the scaffold surface (live
cells appear green, dead cells appear red). After staining,
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the cells were rinsed with phosphate-buffered saline,
and scaffold surface cell adhesion was observed using an
inverted fluorescence microscope (Axio Observer 7, ZEISS,
Germany). Simultaneously, after ethanol dehydration,
electron microscopy was used to observe the morphology
of dead cells on the scaffold surface.

2.7. Cell counting kit-8 assay
Samples of different components were prepared into
square scaffolds measuring 5 mm x 1 mm. The samples
were dried in a vacuum oven for 12 h and then sterilized
using ultraviolet irradiation for 24 h. The sterilized square
scaffolds were submerged in the cell culture medium for 2
h. Subsequently, the cells were placed in a 24-well plate, and
osteoblasts were seeded at a density of 5 x 10* cells per well.
The plate was incubated in a carbon dioxide incubator for
1, 3, and 5 days, with media changes every 2 days. At each
time point, a 10% cell counting kit-8 (Merck Millipore,
Germany) solution was added to each well using a pipette,
with care taken to avoid introducing bubbles into the wells,
as these may interfere with the optical density readings. The
plate was incubated in a carbon dioxide incubator for 1 h.
The absorbance was measured at 450 nm using a microplate
reader. Cell viability was calculated using Equation (5).
GraphPad statistical software (Graphpad Prism 9.5) was
used for data analysis, plotting cell proliferation and cell
viability graphs.
Cell viability (%)=(a—c)/(b—c)x100 (5)

where ais the absorbance of the wells of the microsphere
scaffolds of different components of the experimental
group, b is the absorbance of the control wells, and c is the
absorbance of the blank.

2.8. In vitro osteogenic differentiation tests
Furthermore, in order to more accurately describe
the osteogenic performance of the scaffold in vitro,
we conducted co-culture of cells with the scaffold and
performed alizarin red staining and ALP staining. The
results are shown in Figures S8 and S9.

The supplementary section in the methodology is
as follows:

The alkaline phosphatase (ALP) activity of the cells was
assayed using an ALP kit (Beyotime, China). Rat embryonic
osteoblasts (MC3T3-E1; Beyotime, China) were inoculated
in 24-well plates with samples at a density of 5x10* cells/
well. The cells were cultured for 1 day and then replaced
with an osteoinductive solution to continue incubation for
3 and 7 days. ALP was then quantitatively characterized.

The calcium deposition on the scaffolds was evaluated
using Alizarin Red S (ARS) staining (Beyotime, China).
MC3T3-E1 were seeded in 24-well plates containing the
scaffolds at a density of 5x10* cells/well. After 21 days of
culture in an osteoinductive medium, the samples were
washed twice with PBS, fixed in 4% paraformaldehyde
for 30 minutes, and rinsed with distilled water. The fixed
cells were then stained with 1% Alizarin Red S solution
(pH 4.2) at room temperature for 30 minutes. After
washing off excess dye with deionized water, the stained
calcium nodules were imaged under a light microscope.

To assess the inhibitory or promotional effects of p-TCP
and EGCG on the expression of osteogenic-related genes,
SCG-50% and SCG-50%-L scaffolds were co-cultured with
MC3T3-E1 for 7 days.

Relative expression of BMP2, RUNX2, COL1A1, OPN,
and SP7 in SCG-50% and SCG 50%-L scaffolds after co-
culture with MC3T3-E1 for 7 days.

2.9. Real-time quantitative polymerase chain
reaction analysis

To assess the inhibitory or promotional effects of 3-TCP
and EGCG on the expression of osteogenic-related genes,
SCG-50% and SCG-50%-L scaffolds were co-cultured
with MC3T3-E1 for 7 days. Subsequently, the scaffolds
were frozen in liquid nitrogen and ground, and Nucleo-
ZOL (Macherey-Nagel, Germany) was employed to extract
total cellular RNA. The Super-Mix reagent kit (Macherey-
Nagel, Germany) was used to synthesize complementary
DNA from total RNA through reverse transcription. A
real-time polymerase chain reaction was conducted using
the SYBR Green Master Mix reagent kit (Macherey-Nagel,
Germany) to detect gene expression levels in the samples.
To standardize the results, the 24T method was applied
to quantify gene expression levels. The primers used are
detailed in Table 2.

2.10. In vivo tests

Rat cranial defects were used as models for large
bone defects because they share similar bone healing
mechanisms and challenges with large bone defects, and
can be accurately replicated and observed in experimental
animals.”® Animal care and use procedures were approved
by the Animal Ethics Committee of West China Hospital
of Stomatology, Sichuan University, and followed all
applicable institutional and governmental regulations
regarding the ethical use of animals. The experimental
manipulations were performed as follows. 12-week-old
male Sprague-Dawley rats (n = 24, Dashuo, China) were
anesthetized and shaved. Following that, a circular 5 mm
defect was created in the rat skull using a dental ring
drill, and the wound was sutured after implantation of
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Table 2. Primer sequences

Gene Forward primer Reverse primer

Gapdh 5-AATGTGTTCCGTCGTGGATCTG-3 5-CAACCTGGTCCTCAGTGTAGC -3
Bmp2 5-GGGACCCGCTGTCTTCTAGT-3 5-TCAACTCAAATTCGCTGAGGAC-3
Runx2 5- GACTGTGGTTACCGTCATGGC -3’ 5ACTTGGTTTTTCATAACAGCGGA -3
Collal 5-TCGTGCCTAGCAACATGCC-3 5-ATTGGGGACCCTTAGGCCAT-3’

Sp7 5-TCCCTGGATATGACTCATCCCT-3’ 5-CCAAGGAGTAGGTGTGTTGCC-3

the sample. Postoperative antibiotics and cephalosporin
antibiotics were injected daily for 3 consecutive days to
prevent postoperative infection. The experiment was
divided into five groups: Blank, SCG, SCG-50%, SCG-
50%-L, and SCG-50%-H. Cranial samples were removed
at 6 weeks and 12 weeks postoperatively, and the tissue
was fixed with 4% paraformaldehyde. In vivo bone
formation was scanned and analyzed using a computed
tomography scanner (45 uCT; SCANCO Medical,
Switzerland) with an X-ray voltage of 60 kV, a current of
500 WA, and an effective pixel size of 200 pm. Bone volume
fraction (BV/TV) and bone mineral density (BMD) were
calculated in the area of the bone defect using the Viscal
software (version 2.1). The rat skull cap was subsequently
decalcified for one month, embedded in paraffin, and
sectioned at a thickness of 5 um. The sections were
fixed in xylene and stained with hematoxylin and eosin
(H&E) and Masson’s trichrome to visualize the tissue and
bone structure.

2.11. Statistical analysis

The data were statistically and graphically analyzed using
GraphPad Prism 8.0, and data analysis was performed
using one-way analysis of variance. A p-value < 0.05 was
considered significant (*p<0.05, **p<0.01, ***p<0.001, and
©00p<0.0001).

2.12. Routine blood analysis.

At 12 weeks post-implantation, blood samples were
collected from the retro-orbital venous plexus of the
anesthetized rats into EDTA-anticoagulant tubes. The
samples were immediately analyzed using an automatic
hematology analyzer (Mindray BC-5000, Mindray, China)
to evaluate systemic inflammation and biocompatibility.
Key parameters, including white blood cell (WBC), red
blood cell (RBC), and platelet (PLT) counts, were recorded
to assess the host response.

3. Results and discussion

3.1. Characterization of the materialization
properties of bioink

The gelation capability of hydrogels was assessed using
the inversion method. The gelation capacity of different

bioink components at various time intervals is depicted
in Figure 2A. Following the addition of a fixed quantity of
acidic 0.6% calcium chloride solution, the gel formation
ability of the composite hydrogels gradually increased with
prolonged crosslinking time. At 60 min of crosslinking
time, hydrogels from all components were fully formed,
showing no structural collapse even when tilted or inverted.
Both the internal and external portions of the hydrogels
were thoroughly crosslinked. This suggests that the use of
acidic 0.6% calcium ions for crosslinking SA can lead to
the formation of stable and uniform crosslinked hydrogels.
Subsequently, the hydrogels crosslinked with acidic calcium
ions were further crosslinked with 0.6% glutaraldehyde at
50°C for 3 h, followed by freeze-drying for 24 h, resulting
in the fabrication of composite hydrogel materials.

To assess the emergence of new chemical groups and
evaluate changes in group migration and bonding strength
during the crosslinking and post-treatment processes of
composite hydrogels, various samples were subjected to
infrared spectroscopy analysis. The infrared spectra of
the raw materials constituting the composite hydrogel are
shown in Figure 2B. The vibrational absorption peaks of
phosphate ions for p-TCP were observed at 551 cm™ and
606 cm™, the asymmetric stretching vibration peak for
P=0 was observed at 1045 cm™, Gel showed characteristic
peaks at 1651 cm™ (C=O stretching vibration) and 1490
cm ! (C-N stretching vibration), chitosan exhibited peaks
at 2881 cm™ (C-H stretching vibration) and 840 cm™
(out-of-plane bending vibration of C-H), and SA had a
symmetric stretching vibration peak for COO- group at
1414 cm™.

As depicted in Figure 2C, after composite formation
and crosslinking between the materials, the characteristic
peaks of each material remained, indicating that no new
substances were generated during the crosslinking and
post-treatment processes of the various component
bioinks. However, changes in peak intensity and position
were observed. Notably, after crosslinking with calcium
ions, the carboxyl groups of SA were replaced by oxygen
atoms closer to calcium ions, resulting in a noticeably
weakened symmetric stretching vibration peak of the
COO- group at 1414 cm™. This was a consequence of
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Figure 2. Basic characterization of bioink properties. (A) Schematic diagram of bioink gel capability. (B) Representative SEM images of SCG, SCG-30%,
SCG-40%, and SCG-50%. (C) FTIR of sodium alginate (SA), chitosan (CS), gelatin (Gel), and p-tricalcium phosphate (B-TCP). (D) FTIR of SCG, SCG-
30%, SCG-40%, SCG-50%, SCG-50%-L (low), and SCG-50%-H (high). (E) Hydrophilic angles of SCG, SCG-30%, SCG-40%, SCG-50%, SCG-50%-L, and
SCG-50%-H films. (F) Change in swelling ratio of SCG, SCG-30%, SCG-40%, SCG-50%, SCG-50%-L, and SCG-50%-H composite hydrogels. (G) Change
in swelling rate in each component for 8 min. (H) Comparison of equilibrium swelling ratio. Statistical significance determined at *p < 0.05, **p< 0.01, **p
<0.001, and ***p< 0.0001; ns refers to not significant; n=3.

the formation of complexes between the carboxyl groups acid condensation products. Consequently, the absorption
of polysaccharides, amino groups, and calcium ions. It peak of the C=0 bond in Gel shifted to lower wavenumbers
was also notable that a new characteristic peak appeared in the infrared spectrum. Moreover, changes in the
at 1545 cm™'. This was due to the vibration of the imine absorption peak position of the C-N bond at 1490 cm™
bond formed by the crosslinking of chitosan and Gel also occurred due to reactions between the amino groups
with glutaraldehyde, which manifested as a characteristic in Gel and the aldehyde groups in glutaraldehyde. These
peak at approximately 1545 cm™'. Additionally, the use changes robustly demonstrate the molecular interactions
of a crosslinking agent stabilized the crystal structure and good molecular compatibility between SA, chitosan,
of B-TCP, leading to an increase in the intensity of the and Gel.

characteristic peak for phosphate ions. After crosslinking

Hydrophilicity refers to the affinity of materials with
with glutaraldehyde, the intensity of the C=0O group at

hydrophilic groups for water molecules. Materials with

1651 cm™ in the Gel decreased due to the reaction between strong hydrophilicity exhibit robust cell adhesion, and
the amino groups in the Gel and the aldehyde groups in high hydrophilicity is advantageous for cell growth,
glutaraldehyde, resulting in the formation of carboxylic reproduction, and fluid exchange. A smaller contact angle
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indicates better hydrophilicity. After measuring the contact
angle of the materials, the results, as shown in Figure 2D,
reveal that the SCG pure hydrogel component exhibited
strong hydrophilicity with an average contact angle of 49°.
This is attributed to the presence of hydrophilic groups
(hydroxyl & carboxyl groups) in the materials constituting
the hydrogel. B-TCP is an inorganic material with relatively
poor hydrophilicity compared to natural polymer
materials. Consequently, with the addition of B-TCP, the
contact angle gradually increased, indicating a decrease
in hydrophilicity. When B-TCP was added up to 50%,
the average contact angle was 68.33°. Although there was
a trend of decreasing hydrophilicity with the addition of
B-TCP, the contact angle remained below the hydrophilic-
hydrophobic threshold of 90°, indicating that this inorganic
salt-gel system exhibited good hydrophilicity, which may
facilitate cell adhesion and proliferation.

The swelling rate calculation was employed to
assess the water absorption and swelling properties of
composite hydrogel materials over a specified duration.
Composite hydrogel materials exhibiting a higher swelling
rate demonstrate enhanced fluid exchange capabilities,
facilitating cellular interactions and substance transport.
Nevertheless, research indicates that when applied in bone
tissue repair, especially in the restoration of spinal and
cranial injuries, excessive swelling can lead to deformation
and expansion of the hydrogel, exerting pressure on nerves.
Moreover, a higher swelling rate significantly compromises
the mechanical properties. Therefore, it is crucial to
control the swelling characteristics of hydrogel substrates.
The results of swelling rate measurements, as depicted in
Figure 2E, reveal the outstanding swelling properties of
the SCG group, reaching equilibrium at approximately 300
min with a swelling rate of 340.52%. Upon the addition of
B-TCP, there was a notable reduction in the equilibrium
swelling rate, accompanied by an extended time to reach
equilibrium. Specifically, the SCG-50% sample took
approximately 360 min to achieve equilibrium swelling,
and the equilibrium swelling rate decreased to 73.99%.

Figure 2F illustrates the variations in short-term
swelling rates for samples with different compositions.
The SCG group exhibited rapid swelling, while samples
containing B-TCP showed diminished but still rapid
swelling capabilities, reaching approximately 40%
swelling within 8 min. In Figure 2G, a statistical analysis
of the equilibrium swelling rates of composite hydrogels
for each component demonstrates that the inclusion of
B-TCP significantly inhibited the swelling behavior of
the hydrogel. As the quantity of B-TCP increased, the
equilibrium swelling rate consistently decreased. Therefore,
the addition of B-TCP allowed for the regulation of the

swelling rate of SCG hydrogels, effectively suppressing
excessive swelling behavior.

3.2. Scaffold fabrication and characterization

To enhance the high-level formability of the scaffold, a
pre-crosslinking approach was employed to augment the
viscosity of the bioink. Throughout this process, varying
concentrations of calcium ions were employed at 0.2%,
0.4%, 0.6%, and 0.8% w/v, following a bioink-to-calcium
ionratio 0f2:0.1 (v/w). The evaluation criteria encompassed
the extrusion behavior of the bioink and the formability of
the scaffold. As depicted in Figure 3A, the results indicate
that the scaffold exhibited optimal formability when the
pre-crosslinking calcium ion concentration was 0.6%. This
superiority was attributed to the synergistic interplay of
multiple factors. Primarily, pre-crosslinking, by elevating
the viscosity of the scaffold, ensured the accuracy of
filamentous shape retention during the extrusion process
of the bioink. Simultaneously, rapid solidification of the
thermosensitive Gel was facilitated by the use of a cold
plate, enabling better shaping of the bottom layer of the
scaffold. Conversely, in the absence of pre-crosslinking
treatment, the lower viscosity of the bioink resulted in
poor continuity of extrusion, leading to structural collapse
and deformation issues during the printing process.
Through pre-crosslinking, we successfully heightened the
viscosity of the bioink, ensuring a more uniform and stable
extrusion. Furthermore, due to the enhanced viscosity, the
formability of the scaffold was significantly augmented,
mitigating issues of collapse. This experimental outcome
unequivocally underscores the necessity and efficacy of
the pre-crosslinking strategy. Furthermore, we verified
the printing performance of the ink through rheological
analysis. Through oscillation experiments, it was observed
that SCG and SCG-50% exhibited higher moduli at low
strains, while the ink modulus decreased under high
strain application, accompanied by a recovery of the strain
recovery modulus, indicating that the printed ink can be
extruded and reformed under the shear thinning effect
(Figure S2).

Following the completion of pre-crosslinking, scaffolds
with varying B-TCP content were fabricated using an
extrusion-based 3D bioprinting system. Subsequently,
after crosslinking with acidic calcium ions and
glutaraldehyde, the scaffolds underwent freeze-drying to
achieve the final form. Figure 3B illustrates the states of
the scaffolds at different stages. After acidic calcium ion
crosslinking, the morphology of the scaffolds remained
unchanged, while an increase in hardness was observed.
However, following glutaraldehyde crosslinking, the color
of the scaffold changed to pale yellow. This phenomenon
resulted from the Schiff base reaction between Gel and
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Figure 3. Printing and characterization of scaffolds. (A) Determination of pre-crosslinking effect and concentration. (B) Changes in macroscopic
morphology of scaffolds during post-treatment. (C) Volume shrinkage of SCG, SCG-30%, SCG-40%, and SCG-50% scaffolds before and after freeze-
drying. (D) Porosity of SCG, SCG-30%, SCG-40%, and SCG-50% scaffolds. Statistical significance determined at *p < 0.05, **p< 0.01, ***p < 0.001, and
% p< 0.0001; n=3. Abbreviation: B-TCP, p-tricalcium phosphate; ns, not significant.

glutaraldehyde, leading to the formation of a crosslinked
structure that altered the conformation and charge state of
Gel molecules, influencing light absorption and scattering
characteristics and thus causing a change in the scaffold
color. Simultaneously, the crosslinking action further
increased the scaffold’s hardness and induced the formation
of a double network structure with interpenetrating
crosslinks within the interior. Finally, after freeze-drying,
the removal of internal ice crystals significantly improved
the varying degrees of contraction in the scaffold, resulting
in a roughened surface. Concomitantly, the mechanical
properties of the scaffold significantly improved. The
outcomes of these sequential preparation steps reflected
changes in the structure and performance of the scaffold
at different stages, providing crucial information about its
effectiveness in biomedical applications.

Upon conducting statistical analyses on the volume
shrinkage rates of scaffolds with different B-TCP contents
before and after freeze-drying, as depicted in Figure 3C,
the volume shrinkage rate of the pure water gel scaffold
was found to be 28.79%. Undoubtedly, this would adversely
affect the precision of scaffold applications. However,
with the addition of B-TCP, the volume shrinkage rates
of the scaffolds decreased to 10.57%, 6.55%, and 6.01%,
respectively. There was a significant difference in the

volume shrinkage rates between the pure water gel
scaffold and those incorporating B-TCP. This observation
underscores that the inclusion of B-TCP markedly
enhances the shape stability and fidelity of the scaffold
before and after freeze-drying.

This improvement is attributed to the uniform
attachment of B-TCP to the network structure of the
water gel scaffold. This attachment effectively impeded
the volume shrinkage of the water gel during freeze-
drying, maintaining the stability of the scaffold shape. The
incorporation of B-TCP has been proven instrumental in
preserving the structural integrity of scaffolds during the
freeze-drying process.

The results of the application of the Archimedes
drainage method for measuring scaffold porosity are
presented in Figure 3D. The porosity of the pure water gel
scaffold reached a high value of 85.33%. However, upon
the addition of B-TCP, the scaffold porosity significantly
decreased to 77.37%, 72.33%, and 71.64%, respectively. It
is noteworthy that the porosity of trabecular bone in the
human body typically ranges between 70% and 90%. Thus,
the porosity of the prepared scaffolds met the requirements
for trabecular bone. Importantly, the pure water gel
composition exhibited a significant difference in porosity
compared to the other groups. This further underscores
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that the addition of P-TCP significantly enhances the
shape fidelity of the scaffold during post-processing. This
has crucial implications for the biocompatibility and
performance of the scaffold, especially in bone tissue
engineering and medical applications, where scaffold
porosity can influence cell adhesion and bone tissue
growth. Therefore, these results highlight the advantages
of incorporating B-TCP, with the potential to improve
scaffold performance, making it more suitable for bone
tissue repair and biomedical applications.

3.3. Microscopic morphological characterization of
scaffold cross-sectional surface

Figure 4A shows the SEM images of the surfaces of the SCG,
SCG-30%, SCG-40%, and SCG-50% scaffolds. The SEM
results reveal that the surface of the SCG pure hydrogel
scaffold was smooth and devoid of micropores, a result of
the crosslinking process, underscoring the thoroughness
of scaffold crosslinking. Conversely, upon the introduction
of B-TCP, the scaffold surface undergoes a transformation
due to the incorporation of B-TCP into the hydrogel,
resulting in a roughened texture and a porous state. This
morphological alteration, characterized by a rough surface,
proves advantageous for cell adhesion and growth on the

scaffold surface. The presence of surface micropores further
facilitates the transport of nutrients and the exchange of
substances within bodily fluids. The integration of f-TCP
not only altered the surface topography but also enhanced
the scaffold’s biocompatibility, rendering it conducive
to cellular activities and promoting efficient material
exchange at the interface of the scaffold and the biological
milieu. These findings underscore the pivotal role of B-TCP
in modulating the structural and functional characteristics
of the scaffold surface, thereby influencing its performance
in tissue engineering applications.

Figure 4B presents the SEM images of the cross-sections
of SCG, SCG-30%, SCG-40%, and SCG-50% scaffolds. The
SEM images distinctly reveal that the cross-sections of
all scaffold components exhibited a continuous network
of porous structures after freeze-drying. Upon closer
examination of the cross-sectional SEM results of the SCG
pure hydrogel scaffold, it was evident that the polymer
network of the pure hydrogel underwent contraction
and adhesion between polymer strands after the freeze-
drying process. This resulted in a decrease in the shape
fidelity of the scaffold, accompanied by an enlargement of
pores compared to other components. This microscopic
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Figure 4. Microstructure morphology and related performance characterization of scaffolds with different components. (A) Surface morphology of
scaffolds. Scale bars: 10 um, 300 pm; magnifications: 15x. (B) Cross-sectional morphology of scaffolds. Scale bars: 10 pm, 300 pm; magnifications: 15x. (C)
Analysis of the cross-sectional aperture of the scaffold. (D) Compression modulus of scaffolds. Statistical significance determined at *p < 0.05, **p< 0.01,
***p < 0.001, and ****p< 0.0001; ns refers to not significant; n=3.
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observation elucidates the reasons for the volume
shrinkage of the scaffold before and after post-processing.
With the addition of B-TCP, it adhered uniformly to the
3D crosslinked network structure. This uniform adhesion,
combined with the hydration process of ceramic materials,
ensured that a high degree of fidelity is maintained within
the 3D structure of the composite scaffold. Moreover, the
close integration of B-TCP with the hydrogel network
enhanced the mechanical properties of the scaffold. At the
same time, we also printed scaffolds SCG-60% and SCG-
70% with higher B-TCP content. The electron microscopy
results are shown in Figure S3. The inside of the scaffold
was filled with B-TCP, resulting in the loss of its bionic
structural organization.

Subsequently, the Nano Measurer software was
employed to statistically analyze the micropore sizes on
the cross-sections of the scaffolds. The statistical results
revealed that the micropore diameter of the cross-sections
of the SCG pure hydrogel scaffold was approximately 50
um, displaying a significant difference compared to other
components. The micropore sizes on the scaffold cross-
sections exhibited a decreasing trend with the gradual
addition of B-T'CP. The analysisin Figure 4Cfurther explores
the distribution of micropore sizes on the cross-sections of
various components, indicating that the micropores in the
scaffold with added B-TCP were distributed in the range of
1-20 pm. This size range was comparable to the pore sizes
between trabeculae in cancellous bone, suggesting that the
scaffold possesses a biomimetic internal structure.

Following compression modulus testing of the
scaffolds using a universal testing machine, the results
depicted in the graph (Figures 4D and S4) indicate that the
average compression modulus of the SCG pure hydrogel
scaffold was 1.25 MPa. In contrast, the SCG-30% scaffold
exhibited an average compression modulus of 9.80
MPa, SCG-40% had an average compression modulus
of 33.50 MPa, and SCG-50% demonstrated an average
compression modulus of 52.22 MPa. Furthermore, we also
conducted compression tests on the scaffolds in a humid
environment. The test results showed that the compression
modulus of the SCG scaffold was only 111.5 + 5.24 kPa.
However, after adding B-TCP, the compression modulus
of the SCG-50% scaffold increased to 1080.75 + 62.30 kPa
(Figure S5). The inclusion of B-TCP in the scaffolds aligns
with the compressive modulus requirements of cancellous
bone. Significant differences were observed between the
SCG pure hydrogel component and the components with
added B-TCP, suggesting a substantial enhancement in
the mechanical strength of the scaffold upon the addition
of B-TCP. Moreover, the compression modulus showed
an increasing trend with increasing B-TCP content. The
primary reason for this change is the uniform attachment

of B-TCP to the hydrogel network, reinforcing the hydrogel
scaffold’s ability to resist deformation.

3.4.In vitro degradation performance analysis

After subjecting the scaffolds to degradation for 2, 4, and
8 weeks, we conducted a comprehensive analysis of the
degradation rates, changes in the degradation fluid pH,
variations in the scaffold’s compressive modulus, and
morphological characteristics of scaffolds with different
components. First, as shown in Figure 5A, after a period of
degradation, the surface of each scaffold showed apparent
changes. The SCG pure hydrogel component scaffold
exhibited the most significant change, and fractures were
observed on its surface. This was due to the instability
of SA during the degradation process, resulting in
uncrosslinking and leading to phase separation between
polymers. This phenomenon was more evident after 8
weeks of degradation. For scaffolds with 3-TCP added, the
scaffold surface rarely broke, but instead formed smooth,
crater-like depressions due to the continuous release of
calcium ions from B-TCP during the degradation process,
which can enhance inter-tissue communication. The
adhesive was continuously crosslinked with SA to ensure
the stability of the scaffold. As depicted in Figure 5B, we
observed variations in the degradation rate (mass loss rate)
of the scaffolds at different time points. The results revealed
that in the 2nd week, all scaffold components exhibited
noticeable degradation behavior. Notably, scaffolds
composed of SCG pure hydrogels displayed the most rapid
degradation, with a mass loss rate of up to 10%. By week
4, the degradation rate of these scaffolds further increased
to 15%. Concerningly, by the 8-week mark, structural
collapse of the scaffolds occurred, resulting in degradation
rates reaching approximately 25%.

In contrast, scaffolds doped with p-TCP maintained
morphological stability throughout the degradation
process and effectively reduced the degradation rate. At the
8-week time point, the degradation rate of these scaffolds
did not exceed 20%. Importantly, it was observed that the
degradation rates of scaffolds with different components
were significantly influenced by the p-TCP content. This
observation indicates that the addition of B-TCP distinctly
modulates the degradation behavior of the scaffolds. This
effect can be attributed to the hydration reaction of f-TCP
bioceramics during degradation, which led to the gradual
release of calcium ions, thereby preserving the structural
stability of the hydrogel components.

The variation in pH levels of the degradation fluid
during the scaffold degradation process plays a pivotal
role in determining whether an inflammatory response
occurs within the organism. Consequently, we conducted
a comprehensive assessment of the pH levels in the

Volume 12 Issue 1 (2026)

360

doi: 10.36922/1JB025380391


https://doi.org/10.36922/IJB025380391

International Journal of Bioprinting

3D-printed hydrogel scaffolds for bone repair

Figure 5. Performance changes of scaffolds with different components during in vitro degradation. (A) The micromorphology of the SCG, SCG-30%, SCG-
40%, and SCG-50% scaffolds changed after 2 and 8 weeks of degradation. Scale bars: 30 um, 80 pm, 200 um; magnifications: 20x. (B) Degradation rate of
different components of scaffolds. (C) Changes in degradation cycle pH. (D) Compression modulus changes of scaffolds after 8 weeks of degradation of
SCG, SCG-30%, SCG-40%, and SCG-50% scaffolds. (E) Compression modulus loss rate of each component scaffold after 8 weeks of degradation, Statistical
significance determined at *p < 0.05, **p< 0.01, ***p < 0.001, and ****p< 0.0001; ns refers to not significant; n=3.

degradation fluid. As illustrated in Figure 5C, we observed
pH variations at different time points for various p-TCP
scaffolds. The results revealed a discernible declining trend
in pH values during the scaffold degradation process.
Notably, the pH value of the pure hydrogel scaffolds had
already plummeted to below 6.5 by week 4. This decline
can be attributed to the hydrolysis process of the Gel,
wherein peptide chains progressively unfold, break apart,
and ultimately degrade into smaller peptide chains, such as
collagen. Typically, the pH of collagen falls within the range
of 6.0 to 7.5, and pH values within this range generally do

not adversely affect the acid-base balance of an animal’s
body, nor do they impact the adhesion properties of human
cells or cellular metabolism. Conversely, the pH values of
scaffolds incorporating f-TCP remained relatively stable,
hovering at approximately 6.5 after 8 weeks of degradation.
This outcome signifies that the addition of - TCP markedly
ameliorated the declining pH trend during the degradation
process, aligning with the degradation behavior trend.
Consequently, it can be inferred that B-TCP scaffolds
contribute to the maintenance of an acid-base equilibrium
in the surrounding scaffold environment during
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